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Bondar-Clegg, Inc. .
12980 West Cedar Dr. s Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404
- . BONDAR-CLEGG

. 1

EROHM MINING CORF.
MR+ JIM RARRON
F.0. BOX 485
NEADWDODs SD
37732




Bondar-Clegg, Inc. G . l
12980 West Cedar Dr. o o™ he
Lakewood, Colorado 80228 ’ Lab Report

(303) 989-1404
REPORT: 098-0543 { COMPLETE ) ' REFERENCE INFO! NONE LISTED
CLIENT: BROHM MINING CORF. SUBMITTEDR RY: (. BARRON
PROJECT: NONE LISTER DATE PRINTER? 1-AUG-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION KETHOR
1 A Gold a0 0.002 OFT Fire Assay
2 Ay Gold 4 0.002 OFT Fire Assav
3 Au Gold 2 0.002 OPT Fire fAssay
SAMFLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMFLE PREPARATIONS NUMBER
I TRIIT TORE a0 2 =158 a0 Accau Prep a0
Semrle Pickup i
REMARKS: SAMPLES RB8B8-393-65-70 THROUGH 90-93s
115-120 THROUGH 120-125s
2405-750 THROOGH 750-75%
WERE LISTED ON YOUR SAMPLE SUBMITTAL RUT WERE
NOT RECEIVEDR WITH YOUR SHIPMENT.
2 OR MORE SEPARATE ASSAY RESULTS ARE REPORTED
ON SOME SAMPLES,
ONE MORE RESULT IS NOW REPORTED FOR 393-240-245
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR, JIM BARRON

MR. JIM BARRON




Bondar-Clegg, Inc. i
DQSO\V&:ﬁgghu[k_ . Geochemical
Lakewood, Colorado 80228 S Lab Rep()l't
A BONDAR-CLEGG

- ? *

REFORT! 098-0563 | | PROJECT: NONE LISTED PAGE 1 B

SAMPLE ELENENT A Au Au SANPLE ELENENT Au Au

NUMBER UNITS  OFT  OFT  OFT NUNBER UNITS T OFT

12 RE8-393-0-5 0,067| 12 R88-393-240-745 | M5 02152, 245

D2 R88-393-5-10 0,017 12 RE8-393-255-260 g

D2 R8S-393-10-15 0,026 D2 REB-393-240-245

D2 RE8-393-15-20 0,034 D2 RBB-393-245-270 0,280 = . £76

12 RE8-393-20-25 0,030 N2 RE8-393-270-275

2}9) ﬁ ‘%ﬂ

D2 RBB-393-25-30 0,009 D2 RE8-393-275-280

D2 R8-393-30-25 0013 @ 53T D2 RE8-393-280-285 0.158 =

D2 RE8-393-35-40 0,065 D? REB-393-285-290

12 R88-393-40-45 0,079 12 R88-393-290-295

D2 R88-393-45-50 40,002 D2 REB-393-295-300

12 RE8-393-50-55 0,044

D2 RE8-393-55-40 0,045

12 RE8-293-60-65 0,050 . gc

D2 RBB-393-95-100 02

D2 R88-393-100-105 0055

72007 ,1LL

D2 RBB-393-105-110 0,155

12 R88-393-110-11 0,093 B

D2 R88-393-125-130 M

D2 RES-393-130-135 0,026

D2 REB-393-135-140 0,042 |

12 RE8-393-140-145 0,015

D2 RE8-393-145-150 0,014

D2 RE8-393-150-155 0,023

D2 R88-393-155-140 0,094

12 REB-393-160-145 0,135

D2 RB-393-165-170 0,145

12 R88-393-170-175 0,155

D2 RE8-393-175-180 0,115

12 RE8-193-180-185 0,095

12 REB-393-185-190 0,038

D2 RE8-393-190-195 0,109

D2 RBS-393-195-200 o13| (20 @ 084

D2 REB-393-200-205 0,071

D2 RE8-293-205-210 0,065

D2 RE8-393-210-215 0,002

D2 RE8-393-215-220 0,068

12 RE8-393-220-225 0,038

D2 RES-393-225-230 0,023

02 RB8-393-230-215 0,072] 0,084 0,097 = .0 7¥

ol

D2 RBB-393-215-240

0.148
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 989-1404
- . BONDAR-CLEGG
{7R€P0RTS 098-0564 ( COMPLETE ) ‘ [47 REFERENCE INFO: NONE LISTED
CLIENT! RROHM MINING CORP. SUBMITTED RY: J. RARRON
PROJECT: NONE LISTER DATE PRINTED: 14-AUG-88
NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 1 0.002 OFT Fire Assay
2 Au Gold 21 0.002 OPT Fire Assay
3 Au Gold 4 0,002 OPT Fire Assay
4 Au Gold 2 0,002 OPT Fire Assau
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE FREPARATIONS NUMRER
I DRILL CORE 2 2 -150

REMARKS: FINAL RESULTS ARE REPORTED.

fscay Prep 21
Samrle Pickur 1

(MORE THAN ONE SEPARATE ASSAY RESULT REPORTED
FOR SOME SAMPLES.)

REPORT COPIES TO! MR. JIM BARRON

INVDICE 7O} MR. JIN BARRON

MR JTH FARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 Ec Lab Report
(303) 989-1404

. BONDAR-CLEGG
P, "

ﬁzmr: 098-0564 ] | PROJECT: NONE LISTED PABE 1
SAMPLE ELEMENT Au Au Au Au
NUMBER UNITS  OPT OPT OPT OFT
D2 R88-393-300-305 0,018
12 RE8-393-305-310 0,009
D2 RE8-393-310-315 0,008
12 RES-393-315-320 0,014
D2 RE8-393-320-325 0.168— 0,204 (,186 AY)
12 R88-393-325-310 0,024 —
D2 RE8-393-330-335 0,017- ) 220-46LS
D2 R88-393-335-340 0,020 0,030— 0,085 0,014 (,038 AV :
D2 R88-393-340-345 0.022— A |ac' @.0%)
D2 R88-393-345-350 0.185— 0,350  0,195(. 243 4v)
D2 RE8-393-350-355 0,052~
D2 REB-393-355-340 0,017
D2 RBB-393-360-365 0,046 —
D2 RES-393-265-370 0,040 —
D2 R88-393-370-375 0,021—

| 12 R88-393-375-380 0,015-
D2 R88-193-380-185 0,041 —
D2 R88-193-385-390 0,068—
D2 R8B-393-390-395 0,031—
D2 RBB-193-395-400 0,078—

|

Il

02 R88-393-400-405 0,119 — 0,183 (L151 AV) \l/
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Bondar-Clegg, Irc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404

< -
REPORT: 098-056% ( COMPLETE I [ﬁ REFERENCE INFO? NONE LISTER
CLIENT: RROHM MINING CORF. SURMITTED BRY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 1i-AUG-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DRETECTION LIMIT EXTRACTION METHOR
1 Au Gold &0 0.002 OPT Fire fAssay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMRER SAMPLE FREPARATIONS NUMRER
I DRILL CORE &0 2 =150 40 Azzay Prer 40
Excessive Wetness 702
Sazrle Pickur 1
NOTESt = indicates SEE REMARKS
REMARKS: = I SAMPLES WERE WEIGHED AT REDUCED SAMPLE
WEIGHTS (UERY CHALL CAMDIC ANOIMTS WERC
RECEIVEDR,) WE ALSO ANALYZED THE FILTER
PAPERS USEDR FOR THESE SAMPLES. NO GOLD
WAS FOUND,
FINAL 'RESULTS ARE REPORTEDR,
REPORT COPIES TO) MR. JIM RARRON INVOICE TP MR. JIN RARROHM

MR, JIN BARRON




Bondar-Clegg, Inc. 3
i ol Geochemical
Lakewood, Colorado 80228 Lab Report

303) 989-1404

L .+ BONDAR-CLEGG
REPORT: 098-0545 ] [ FROJECT: NONE LISTED PABE 1
SAMPLE ELEMENT Au SAMPLE ELENENT hu
NUNBER UNITS  OFT NUNBER UNITS  OFT
D2 R8E-293-405-410 0,035 — I REB-393-405-410 0,034
D2 RE8-393-410-415 0,029 — [2 RBE-393-410-615 0,041
12 RE8-393-415-420 0,114 — 12 R88-393-415-420 0,122
12 RBS-393-420-425 0,141 — D27 RES-393-420-425 0,025
12 RE8-293-425-430 0,050 — 220- 465 D2 R88-393-425-42 0.028
02 R88-393-430-435 0,025 — 145'@ 07 12 £88-393-430-435 04
D2 RE8-393-435-440 0.013- D2 R8E-293-435-440 0.023
D2 RBB-393-440-445 0.019- D2 RE8-353-440-645 0,019
12 RB8-393-445-450 0,119 — 12 RBE-393-445-450 0,077
D2 RBB-393-450-455 0184 — D2 RE3-393-450-455 0,040
D2 RBS-393-455-440 0,175 — 07 RB8-393-455-440 0,034
D2 RBE-393-440-445 0,095= — [2 REB-193-440-445 0,020
D2 RE8-393-445-470 0,005 12 RE8-393-485-470 0,029
12 RB8-393-470-475 0,010 D2 RBB-393-470-47 0,042
D2 RB8-293-475-480 2,011 D2 RBS-393-675-480 0,052
12 RB8-353-480-485 0,013 12 RB8-393-480-485 0,031
12 R88-393-485-450 0,012 D2 R88-293-485-490 0,043
I RB8-393-490-495 0,010 12 RE8-393-490-495 0,053
12 RE8-I93-495-500 0,009 12 RB8-393-495-700 0,07
12 R88-353-500-505 0,007 I2 RB8-393-700-705 0,064
12 R88-393-505-510 0,010
12 R88-393-510-515 0,005
12 R88-393-515-520 0,005
12 R88-393-520-525 0,010
D2 RE8-393-525-530 0,011
12 RB8-393-530-535 0,014
D2 R88-293-535-540 0,017
I2 RB8-393-540-545 0,014
12 RA8-393-545-550 0,026 —
D2 RBS-393-550-555 0,046 —
D2 RB8-393-555-560 0,084 —
12 RB8-393-560-545 0,021 —
12 R8B-I91-565-570 0,041 —
12 RS8-103-570-575  TOTE
D2 R88-393-575-550 0,014
12 RE8-392-560- 565 0,01
D2 RB8-393-585-590 6,01
D2 RBS-393-590- se 5 0,011
D2 RE8-393-595-600 0,016

[2 RBB-393-600-405 4,023
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l REFERENCE INFO: NONE LISTED

REPORT: 098-0566 ( COMPLETE )
CLIENT: BROHM MINING CORP. SUEMITTEDR RY: J. RARRON
PROJECT: NONE LISTER DATE PRINTED: 1-AUG-88
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 Au Gold 20 0,002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE PREFARATIONS NUMBER
I DRILL CORE 20 2 -150 20 fcsay FPrep 20
Excessive Wetness 481
Samrle Fickur 1

REMARKS: FINAL RESULTS ARE REPORTER.
INVDICE TO! MR. JIN BARRON

REPORT COFIES TO: MR. JIM RARRON

— RE,TTH BARRON
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. BONDAR-CLEGG

REPORT: 098-0566 ] | PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT  Au

NUMBER UNITS  OPT

D2 RE8-393-705-710 0.018

D2 R88-393-710-715 0,004

D2 R88-393-715-720 0,004

D2 RB8-393-720-725 0,003

D2 R88-393-725-730 0,019

D2 RE8-393-730-715 0,018

D2 RE8-393-735-740 0,024

D2 RB8-393-740-745 0,062

D2 R88-393-745-750 +012

D2 R8B-393-750-755 0,163

D2 R8-393-755-740 1260

D2 R88-393-760-763 0,291

D2 R88-393-745-770 0,183

D2 RB8-393-770-775 0,148

D2 R88-393-775-780 0,034

D2 R88-393-780-765 0,022

D2 R88-393-785-790 0,035

D2 R88-393-790-795 0,084

D2 RB8-393-795-800 0,017

D2 R88-393-800-80S 0,010\
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B Lab Repor

BONDAR-CLEGG

REPORT: 098-0371 ( COMPLETE )

l [447 REFERENCE INFO: NONE LISTED

CLIENT! BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED RY! J. BARRON
DATE PRINTEDR 18-AUG-88

NUMEER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 40 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 50 2 -150 50 fAssay Prep 60
Excessive Wetness 1038
Samrle Pickup 1

REMARKS? FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON

INVOICE 703 MR, JIM BARRON

MR, JIH BARRON
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12980 West Cedar D eochemi
t A,
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" BONDAR-CLEGG
REPORT: 098-0571 [AipﬁﬂJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS oPT NUMBER UNITS OPT
[2 RBB-373-805-810 0,039 D2 R8B-393-1005-1010 0,010
D2 R8B-I93-810-815 0,031 02 RB8-393-1010-1015 0.005
D2 RBB-373-815-820 0,047 02 RE8-393-1015-1020 0,005
N2 R8E-393-820-825 0.140 D2 RB88-393-1020-1023 0.007
D2 RE8-391-825-830 0.049 02 RB8-393-1025-1030 0.034
02 RB8-393-830-815 0.068 D2 RB88-393-1030-1035 0.020
D2 RE8-IPI-835-840 0.029 12 RB8-393-1035-1040 0.005
D2 RBB-393-840-845 0,026 02 REB-393-1040-1045 0.008
D2 RBB8-393-845-830 0,030 2 REB8-393-1045-1050 0.003
D2 RBEB-393-850-835 0.077 D2 RE8-393-1050-1055 0.004
D2 R88-393-855-860 0,049 02 RB8-373-1055-1060 0.005
02 RBB-393-860-865 0.074 D2 RB88-393-1060-1063 0,006
2 RBE-393-865-870 0.018 12 RBB8-393-1065-1070 0.013
D2 RBB-393-870-875 0.016 12 RBB8-393-1070-1075 0,003
I2 RB8-193-875-880 0,031 02 R88-393-1075-1080 0.003
N2 RB8B-393-880-885 0,053 D2 RB8-393-1080-1085 0.005
D2 RB8B-393-885-8%0 0,045 N2 R8B-393-1085-1090 €0,002
D2 RBB-393-8%0-895 0,023 D2 RB8-393-1090-1095 0.008
02 REB-191-895-900 0,023 D2 RB8-393-1095-1100 0.004
D2 RBB-393-900-905 0,024 D2 RB88-393-1100-1105 0,006
D2 RB8-373-905-910 0.011
02 RBB-393-910-915 0.012
02 RBE-393-915-920 0.027
N2 RBB-393-920-925 0,022
D2 RBE-393-925-930 0,020
D2 REB8-393-930-935 0,005
[2 RBE-373-735-940 0005
D2 RBB-391-940-945 0,009
02 RB8-I193-945-930 0,014
[2 RBR-293-950-955 0.008
D2 REB-I93-955-940 €0,002
12 REB-393-960-745 0,006
D2 RBE-393-945-970 0.018
D2 REB-393-970-975 0,011
02 RBE-I93-975-780 0,008
02 RBB-393-980-985 0.009
[i2 RBE-I91-985-990 0.014
2 R8B-372-990-995 0,011
02 RB8-393-995-1000 0,019
02 RBB-393-1000-1005 0.017
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ot Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404 g '
REPORT?Y 098-0577 { COMPLETE ) 441 | REFERENCE INFO! NONE LISTER
CLIENT? BROHM MINING CORP, SURMITTED RY: J. RARRON
PROJECT: GILT ERGE DATE PRINTED: 3-AUG-88
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 Au Gold 23 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 23 2 -130 23 fissay Prep 23
Excessive Wetness 428
Samrle Pickur 1
REMARKS? FINAL RESULTS ARE REPORTED.
REPORT COPIES TD: MR. JIM RARRON INVUOICE TO: MR, JIM RARRON

¥E, JTK BARRON




Bondar-Clegg, Inc. :
12580 Vst o . Geochemical
Lakewood, Colorado 80228 ) Lab Report
(GE) X0 il BONDAR-CLEGG

REPORTS 098-0577 | FROJECTS GILT EDGE PAGE 1

SANPLE ELEMENT  Au

NUMBER UNITS  OFT

02 RE8-393-1105-1110 0,002

D2 RES-393-1110-1115 0,008

D2 RE8-393-1115-1120 0,004

D2 R8S-393-1120-1125 0,004

D2 REE-93-1125-1130 0,007

[2 REB-393-1130-1135 0,005

12 RE8-293-1135-1140 0,006

N2 REB-393-1140-1145 0,006

12 RE8-293-1145-1150 0,005

02 RBS-393-1150-1155 0,007

12 RE8-293-1155-1160 0,007

D2 RE8-393-1160-1165 0,005

02 RE8-393-1165-1170 0,003

D2 RES-393-1170-1175 0,008

n2 RE8-393-1175-1180 0,007

07 RPS-393-1180-1185 0,004

I2 RES-393-1185-1190 0,005

12 RE8-393-1190-1195 0,004

12 RES-393-1195-1200 0,008

N2 RES-393-1200-1205 0,008

12 RES-393-1205-1210 0,019

12 RES-393-1210-1215 0,01

12 RE8-293-1215-1220 0,007

12 R88-393-1220-1225 0,002

02 R89-393-1225-1230 0,003
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